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Company Name
shown on Report

b LU ¢
Address

SHENZHEN SANDELI PRECISION TECHNOLOGY CO., LTD

RYNT o I 255k 35 = ol X R P Tk el 1#R —#201C
201C, 2ND FLOOR, BUILDING 1, SONGYUANLOU INDUSTRIAL PARK, BITOU THIRD
INDUSTRIAL ZONE, SONGGANG, SHENZHEN
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The following sample(s) and sample information was/were submitted and identified by/on the behalf

of the applicant
=R
Sample Name
FE TS
Model No.

FE B
Color

R RR
Material

P A H 3
Sample Received Date
FE s I 5 1

Testing Period

ErUEER

Test Requested

ARG AR 25 R

Test Method/Test Result(s)

6788-333

www.cti-cert.com

75 7K 325 75 i

Waterproof and sound permeable film
SDL8025B MMY8025B
SDL8025B MMY8025B

g8

black

TPURJ; 7K 758

TPU waterproof film
2024.04.12

Apr. 12,2024
2024.04.12-2024.04.16

Apr. 12,2024 to Apr. 16,2024

A2 FIER, XTI RE M A (Pb), 4% (Cd), 7k (He), 7S

B (Cr(VI)), ZiREKZK (PBBs), %R KMk (PBDEs), <7 — HI&NH (DBP,
BBP, DEHP, DIBP) #EAT iR .

As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl

Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

ICE SN
Please refer to the following page(s).
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Date 2024.04.16

No. M661471783
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ﬁwﬁiﬁ Test Method
L TR MR 25
WA H WA 7 1% el
Measured
Test Item(s) Test Method Equipment(s)
e IEC 62321-5:2013 ICP-OES
Lead (Pb)
i IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
xK IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
NS IEC 62321-7-2:2017H1/8LIEC

Hexavalent Chromium (Cr(VI))

62321-5: 2013 SR &

IEC 62321-7-2:2017 and/or determination of

Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

Phthalates (DBP, BBP, DEHP, DIBP)

EZLIES S IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
Z IR KTk IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
ABIR R B IEC 62321-8:2017 GC-MS

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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FEIU 45 SR Test Result(s)

5 453 Result N

PRI E Tested Item(s) Gl i JriERE H PR MDL
Y Lead (Pb) N.D. 2 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg
7N 8% Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg

5 253 Result N

PRI H Tested Item(s) = 01 JriERE H PR MDL
Z JREXZE Polybrominated Biphenyls (PBBs)

—{REXZK Monobromobiphenyl N.D. 5 mg/kg

T {RIEZK Dibromobiphenyl N.D. 5 mg/kg

= VREXR Tribromobiphenyl N.D. 5 mg/kg
VUIREXZK Tetrabromobiphenyl N.D. 5 mg/kg
TLIREXIR Pentabromobiphenyl N.D. 5 mg/kg
INIREXZR Hexabromobiphenyl N.D. 5 mg/kg
LR Heptabromobiphenyl N.D. 5 mg/kg
JUIRIBEZ Octabromobiphenyl N.D. 5 mg/kg
JUIRBE Nonabromobiphenyl N.D. 5 mg/kg
T{REXIR Decabromobiphenyl N.D. 5 mg/kg

y 253 Result N

TRDA H Tested Item(s) a 01 FEER H R MDL
% ] —ZEB Polybrominated Diphenyl Ethers (PBDEs)

— R IR Monobromodiphenyl ether N.D. 5 mg/kg

¥R 2K Dibromodiphenyl ether N.D. 5 mg/kg

— R — 2Kk Tribromodiphenyl ether N.D. 5 mg/kg

VU PR — 2Kk Tetrabromodiphenyl ether N.D. 5 mg/kg
F19R — 2Kk Pentabromodiphenyl ether N.D. 5 mg/kg

75N 7Kk Hexabromodiphenyl ether N.D. 5 mg/kg
¥R — KMk Heptabromodiphenyl ether N.D. 5 mg/kg
J\IR — 2Kk Octabromodiphenyl ether N.D. 5 mg/kg

LR —ZK % Nonabromodiphenyl ether N.D. 5 mg/kg
R — 2Kk Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com
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Complaint E-mail:complaint@cti-cert.com
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WRIAH Tested Item(s)

ZE B Result

001

F7iAR H FR MDL

4B %% — FHERTE Phthalates (DBP, BBP, DEHP, DIBP)

(DBP)

482K — H R — T fig Dibutyl phthalate

CAS#:84-74-2

N.D.

50 mg/kg

AR HR T AR 5L Butyl benzyl
phthalate (BBP)
CAS#:85-68-7

N.D.

50 mg/kg

R R (2-23) ClE Di-
(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

N.D.

50 mg/kg

ARR Z HR — 5 T li5 Diisobutyl
phthalate (DIBP)
CAS#:84-69-5

N.D.

50 mg/kg

i/ jf:‘l”i‘[ikﬁ)‘a{isample/Part Description

JF'5  CTIFESID it
No. CTI Sample ID Description
1 001 SRR
Black plastic film
#ZIE: N.D.=AREH ChT o7k iR
-mg/kg =ppm= H I —
Remark: -MDL = Method Detection Limit

Hotline:400-6788-333

-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
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ﬁﬁ!ﬂﬁﬂ Test Process

1. #(Pb), #(Cd), % (Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)

FRERRTESEN I 3k ) e =
Weigh sample and place it :> Add digestion reagent :>

in a vessel

Digest the sample

N T 470040 N/

FA AR AL R 7
E;J 7’3:;?1&]. If% — B i
ICP-OES e Ty Ashing -
o 45 B HETK E & Alkali Fusion/ Residue it i
A_nalyzé d by {1 Make up with Acid Dissolution <: _ .
ICP-OES deionized water — Filtration
VB
Solution
2. 7K (Hg)
Mercury (Hg)
wer FRLRE T AR I .75 : AR
c1gh sample anc place i — Add digestion reagent Digest the sample
in a vessel
FH Bl /R & 1 7
EALE (— BRI
i ICP-OES J B K R 2 Alkali Fusion/ Residue o
ST <:| Make up with Acid Dissolution i g
Analyzed by ioni Filtration
ICP-OES deionized water o
"
Solution
3. A Cr (VD))
Hexavalent Chromium (Cr(VI))
TR R T ARA ot
Weigh sample and place it — m )?\ i ﬁﬁﬁt” J — 1F 8 o
in a vessel Add digestion reagent Digest the sample
AR AR VBV pH {E AE, BLiE
. K Adjust the pH value {—
] —
Add test solution of the solution Cool and filter
VB pH A HEBTICGER il UV-Vis 4H 7
Adjust the pH value Make up with — -
of the solution deionized water Analyzed by UV-Vis

Hotline:40
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4. ZUER (PBBs), %R %W (PBDESs)
Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

RERFA T EEF R LA FIZEH R A ET
Weigh sample and place — Extracted with —" Concentrate the extract
it in a thimble organic solvent
F GC-MS 417 A HLIE 75 F BTN EFERN
(—] Make up with K—] Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask
5. 4P _FIFEREY (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)
WEFMRTEETS FA LA TR R XL
Weigh sample and place —" Extracted with —" Concentrate the extract
it in a thimble organic solvent
F GCMS 447 FEALE RS SRS AR
(—] Make up with K Transfer the extract into a

Analyzed by GC-MS . ,
organic solvent volumetric flask

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Photo(s) of the sample(s)
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2. MBI AR LIRSl FE S B S
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the

applicant who should be responsible for the authenticity which CTI hasn’t verified;

=
7 B Statement:
L RS TRE NS T & J Rl s B4 & 080G
This report is considered invalid without approved signature, special seal and the seal on the perforation;
HHEE SR, HEE N B SR 5T, CTIRAZ S HSE

3. AR I GG R AU SRR i 15T 5

The result(s) shown in this report refer(s) only to the sample(s) tested;
4. BRAEAA VY], HmESH
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance

Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. RECTIH MR, AFE AR
Without written approval of CTI, this report can’t be reproduced except in full;
6. AR IR S RSN B SO ER R, bSO .
In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the

Chinese version shall prevail.
% **T&% %ﬂ{* sk

*** End of report ***
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